WASHINGTON STATE DEPARTMENT OF TRANSPORTATION - MATERIALS LABORATORY
PO Box 47365 Olympia, WA 98504-7365/ 1655 So. 2nd Avenue Tumwater, WA 98512

BITUMINOUS SECTION TEST REPORT WORK ORDER # 007912
TEST OF OTHER ASPHALTS TRANS LTR. # 108132
GRADE : FLEX ADHESIVE TYPE: LAB. IDENT. # 0000108132
SUPPLIER: CRAFCO ASPH. LAB. # A100664
SHIPPER: CRAFCO BID ITEM. # 34.03
DATE RECD: 08/04/2010 REGION # 43

SR No: COUNTY :

SECTION: OLD SR 3 TO 0.4 MILES S. OF ANDERSON HILL RD.

DATE

ID NO/LOT NO ACCEPTANCE NO. ASSURANCE NO. IAS NO. CERT NO. SAMPLED

T5450 2 07/29/2010

TEST: RESULTS: SPECIFICATIONS:

ORIGINAL PROPERTIES:

Penetration, 77F, 100g/5sec. 24 30 MAX
Abs.Visc. @ 140F, Poise

Kin.Visc. @ 275F, cSt.

Solubility in TCE, %

Penetration, 39.2F, 200g/60sec.

C.0.C. Flash point,F

Ductility @ 77F 25 15 MIN
Ductility @ 39.2F 15 5 MIN
Rotational Viscosity 2937 5000 MAX
Pull-Off Test 73 50 PSI MIN
Softening Point F. 231 200 MIN
Flexibility Test PASS PASS

HEADQUARTERS : Material does meet
Materials File X specification requirements.
General File X Remarks:

REGION:OLYMPIC REFERENCE TEST REPORT. SAMPLE
Construction Engineer 43 X ORIGINALLY TESTED 5/20/2010 FOR
Materials Engineer 43 X CONTRACT 007822.

PE:J. MOORE X (2)
THOMAS E. BAKER, P.E.
Materials Engineer
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